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Abstract
A set of nanocomposite thin films consisting of Au nanoclusters dispersed in a TiO2

dielectric matrix were deposited by reactive magnetron sputtering, and subjected to 
thermal annealing in vacuum, at temperatures ranging from 200 to 800 ºC. The obtained 
results show that the structure and the size of Au clusters, together with the matrix 
crystallinity, changed as a result of the annealing, and were shown to be able to change 
the optical properties of the films and keeping good mechanical properties, opening thus 
a wide number of possible applications. The crystallization of the gold nanoclusters 
induced by the annealing was followed by a systematic change in the overall coating 
behaviour, namely the appearance of Surface Plasmon Resonance (SPR) behaviour. 
This effect enables to tailor the thin films reflectivity, absorbance and colour 
coordinates, contributing for the importance of this thin film system. The different 
attained optical characteristics (reflectance values ranging from interference to metallic-
like behaviours and colour varying for interference rainbow-like to several tones of red 
brownish), associated with a reasonable mechanical resistance of the coatings (good 
adhesion to different substrates and hardness values ranging from 5-7.5 GPa), induce 
the possibility to use this film system in a wide range of decorative applications.

Keywords: Decorative thin films, Gold, Surface Plasmon Resonance, TiO2, mechanical 
properties

1. Introduction

Decorative surface treatments of consumer goods have a high interest, because of 

their wide possibility for application in different industrial branches. In this domain, 

vacuum-based methods (PVD, plasma-CVD, etc.) have established themselves in the 

actual market as important competitors to lacquering and electrochemical classic 

processes [1,2]. In a general way, at the surface of decorative objects, two different 
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physical processes can be responsible for the appearance of a particular surface tone 

aspect: interference and intrinsic colours, which are generated via selective phenomena 

of absorption and reflection of light [2]. An intrinsic colour can be reached, among 

others, by the activity of the so-called Surface Plasmon Resonance (SPR) phenomena 

on nanocomposite thin films [3], as it is the example of metallic nanoparticles dispersed 

in dielectric amorphous mediums [4]. An important feature that contributes for the 

variation of the SPR effect is the change in the inter-grain distances of the metallic 

particles dispersed in the dielectric medium, by changing their matrix population. 

Furthermore, a wide range of chemical-physical properties can also be reached in these 

nanocomposites films by varying the morphology of these particles [5,6]. Among the 

most common features, one can include the size, distribution and shape of the 

nanoparticles. A strong local field effect arises from the dielectric confinement and 

shows a maximum at the so-called SPR frequency where the quantized collective 

motion of the confined free electrons is resonantly-coupled to the incident optical field, 

yielding characteristic absorption bands [6]. However, only metals with free electrons 

(e.g. Au, Ag and Cu) possess Plasmon Resonances in the visible spectrum, which can 

give rise to intense and attractive colourations [7]. It is known that these metals offer a 

quasi-free-electron behaviour on the UV-visible range. Gold nanoparticles (GNPs) are 

commonly selected as a cluster to reach the SPR effect on TiO2 dielectric matrixes, as it 

is the case in the present work.

As already mentioned, the optical properties of these nanocomposite-like films 

have a critical dependence on the GNPs microstructure, size, shape and volume factor, 

but also on the dielectric properties of the host matrix itself [8-10]. This dependence can 

be used in a wide range of high technological applications, including the decorative 
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field (gold particles provide different colours in roman glasses and medieval cathedrals 

windows for centuries), but also as colour filters [11], bio and optical sensors [3,12,13] 

absorption elements of solar cells [12], electrical/thermal conductivity [12], antibacterial 

[14], etc. Anyway, most of these sensor applications rely on colloidal solutions, which 

may represent restrictions for some applications, and thus opening some widows of 

opportunity for the thin film-based technologies, such as the one mentioned in the 

present work: reactive magnetron sputtering. 

The preparation of materials where metallic nanoparticles are dispersed in non-

aqueous dielectric media (latex, polystyrene, TiO2, SiO2, etc…), using for example 

PVD (where the specific technique used in this work is included) or CVD technologies, 

is actually becoming one of the most important fields in specific areas of materials 

science, integrating a new aim for the use of nanoscience and nanotechnology [3,14,15]. 

When nanocomposite thin films, such as those of Au dispersed nanoclusters in dielectric 

TiO2, Au:TiO2, are deposited by sputtering, the changes of the deposition parameters 

and post-deposition annealing treatments, can offer some possibilities to change all, or 

part, of the key factors influencing the optical behaviour, and thus improving their 

competitiveness in relation to the electrochemical baths, due to be a non-polluting 

technique. The great advantage will be to allow overcoming the restrictive normatives 

that are being applied on the decorative and protector electrochemical films industry.

Nevertheless, the use of such nanocomposite films needs a fundamental 

understanding of their properties if their suitability for a particular purpose is to be 

envisaged. There is a general agreement in literature that the performance of coated 

devices and components in any real application is mainly determined by the properties 

of near-surface layers [16]. This implies that the solutions to achieve a coating tailored 
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for a particular application in the decorative field will essentially depend on the ability 

to achieve a suitable performance concerning optical as well as mechanical properties. 

In order to maintain or increase the lifetime of a particular decorative coated 

object/device, hardness as well as the coating adhesion levels have been extensively 

adopted as fundamental properties for quality and process control. 

Taking all the above into account, the main goal of the present work was thus to 

prepare Au:TiO2 nanocomposites coatings and to study their optical behaviour as a 

function of the structural features that resulted from different annealing temperatures. 

Taking into account the possibility to use such nancomposites in some of the already 

mentioned applications, a detailed study of their functional properties will also be 

carried out and correlated with the structural features. 

2. Experimental Procedure

A batch of Au:TiO2 thin films was deposited onto silicon (100) and quartz 

substrates by dc reactive magnetron sputtering, in a laboratory-sized deposition 

apparatus. Two vertically opposed rectangular magnetrons (unbalanced of type 2) were 

disposed in a closed field configuration in the deposition chamber. Only one electrode 

was powered, composed of a titanium target (99.6 % purity), with 8 Au pellets (with a 

40 mm2 surface area and approximately 2 mm thickness), symmetrically incrusted in its 

preferential eroded zone. A constant dc current density of 100 A m-2 was applied. A 

mixture of argon and oxygen was injected with constant fluxes of 60 sccm and 10 sccm, 

corresponding to partial pressures of 0.3 Pa and 0.08 Pa, respectively. The final working 

pressure (~0.38 Pa) was kept approximately constant during the entire coating 

deposition process. The deposition temperature was close to 200 °C [17]. Samples were 
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placed in a rotating substrate holder (7 rpm) in grounded condition. All samples were 

heat treated through annealing experiments, in vacuum, after film deposition. Annealing 

treatments were carried out in a secondary vacuum furnace, after its evacuation to about 

10-4 Pa. The selected temperature range varied from 200 to 800 °C, and the isothermal 

period was fixed to 60 min, after a heating ramp of 5 °C/min. The samples cooled down 

freely in vacuum before their removal to room conditions. Chemical composition of the 

coatings was investigated with a Cameca SX-50 Electron Probe Micro Analysis 

(EPMA), operating at 15 keV. The elemental quantification was performed by 

comparing the peak intensity in the sample with standards for each element, and 

applying a ZAF correction to the results. The chemical uniformity of the films 

throughout their entire thickness was check by Rutherford backscattering spectrometry 

(RBS), carried out in a IBA Data Furnace NDF v9.2e at 2 MeV with He++ with an 

scattering angles of 140° (standard detector) and 180° (annular detector) and incidence 

angles of 0 and 20° [18]. All coatings were characterized by X-ray diffraction (XRD), 

using a Philips PW 1710 diffractometer (Cu-Kα radiation), operating in a Bragg-

Brentano configuration. XRD patterns were deconvoluted, assuming to be Voigt 

functions to yield the peak position, integrated intensity and integrated width (IntW). 

These parameters allow calculating the interplanar distance, preferential orientation and 

grain size.

Optical properties (Transmittance-absorbance) were characterized using a UV–Vis–

NIR Spectrophotometer (Shimadzu UV 3101 PC) in the spectral range from 200 nm to 

900 nm. SEM images of the coatings have been obtained by a NanoSEM FEI Nova 200

scanning microscopy. Scratch tests were performed with constant loads, between 2 and 

80 N, and at a fixed load rate of 1.5 N/s, and a scratching track of 0.01 m, using a 
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Revetest Scratch tester (CSM Instruments). The visual study of the scratch has been 

done using 100 and 500 magnifications in the optical microscopy [19]. Nanoindentation 

on the films was performed on a MicroMaterials apparatus, equipped with a diamond 

Berkovich indenter. Hardness and elastic modulus were determined from the load 

versus depth data. The peak load used was 0.8 mN. The values reported here were 

averaged ones from 2 series of 15 indentations carried out in two different zones of the 

coated sample. 

3. Results and discussion

3.1 Composition and structure

The Au concentration in the samples, studied by EPMA, was found to be close to 

12 at. %. The elemental concentration analysis also revealed that the ratio O/Ti was 

always very close to 2, which suggests the presence of a stoichiometric-like TiO2

matrix, with no apparent variation during the annealing experiments (as far as it 

concerns the resolution of the measurement techniques). The Au content in all films has 

been selected based on previous published results, where it was reported that the range 

between 10 and 20 at. % Au conducted to the clearest SPR activity on the optical 

properties [15]. Thickness measurements carried out by SEM observation (cross-section 

view, Fig. 1) showed that the films have approximately 300 nm. Au volume fraction, 

fAu, was determined as being close to 0.18 (considering ρ(Au) = 19.3 g/cm3 and ρ(TiO2) 

= 4 g/cm3). 

The cross-section morphology of the films, studied by SEM, is shown on Fig. 1. 

From the observation of this micrograph, it is clear that the film grows in a compact and 

dense featureless structure, without any special characteristics - featureless growth. 
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Important to note also is that, in spite of the small round features observed in SEM 

micrographs, the use of backscattering electron images undoubtedly showed that no Au 

agglomerations signs were detected, at least within the 2 nm maximum lateral resolution 

of the used SEM instrument. Very similar results were also observed in the annealed 

samples, which gave no conclusive results about the morphological variations that may 

occurred as a result of the annealing process. In order to check for clear evidences of 

any (micro)structural changes, which could then be used to correlate with the overall 

coatings behaviour, an extensive set of XRD experiments were carried out. The 

diffraction profiles have been studied in the as-deposited and in the annealed samples. 

Figure 2 shows the obtained results as a function of the annealing temperature. From 

this set of results, it can be clearly stated that the as-deposited films show an 

amorphous-type structure, without any visible traces of crystalline Au or any of the 

known crystalline phases of titanium oxides. However, the annealing process lead to the 

crystallization of the amorphous films, firstly by the detection of crystalline Au, 

followed by some crystallization of the TiO2 matrix, but with this last occurring only for 

temperatures above 400 ºC (T > 400 °C). The presence of Au, with a fcc-like structure 

[ICDD card Nº 04-0787], is evidenced for annealing temperatures above 200 °C, as it 

can be observed by the presence of the (111) peak, localized at 2 = 38.2°, as well as 

the (200) peak, at 2 = 44.4°, with this last one appearing for annealing temperatures 

above 400 °C, exactly at the temperature where the first signs of TiO2 crystallization 

have also appeared.

Furthermore, a careful observation of the XRD patterns shows also that the initial 

broad Au (111) peak, which starts to be detected at an annealing temperature of 300 °C, 

becomes sharper with the annealing treatments, as a result of the grain growth, probably 
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due to the coalition of Au atoms. The Au clusters grow in size as the annealing 

temperature increase, which is followed by some crystallization of the remaining 

amorphous oxide dielectric matrix that occurs at an annealing temperature around 500

ºC. The diffraction patterns seem to indicate that this amorphous TiO2 matrix 

crystallizes in the anatase form [ICDD 21-1272], as in fact suggested in similar studies 

where annealing of TiO2-based films is involved [20]. These results suggest that, at this 

temperature, a nanocomposite film consisting of a crystalline dielectric TiO2 matrix 

embedded with Au clusters was formed. At annealing temperatures above 700° C, the 

TiO2 phase changes from the anatase to the rutile [ICDD 21-1276] structure, which is in

accordance with results available in the literature [21,22]. The access of this 

nanocomposite structure up to 500 ºC should be responsible for the appearance of SPR 

activity, which can be used to tune some of the film properties, namely the optical ones, 

as it will be shown later on in this text. On the other hand, it is not entirely clear the role 

of the structural transformations of the dielectric matrix, TiO2, from amorphous to 

crystalline and from anatase to rutile, which was detected between 500 and 800 °C. 

Anyway, the overall set of results that were obtained in the frame of the present work 

seems to indicate that the structural changes indexed to the Au clusters may be more 

important for the SPR activity. As it is further detailed on the following sections, the 

first evidences of the Au crystallization (300 ºC) are found to correspond also to the 

main changes on the optical properties (reflectivity, colour and absorbance). 

In terms of results summary, this first set of data indicates that the samples can be 

arranged in three different groups, which will have also a correspondence in the optical 

and colour measurements, as it will be discussed on following sections. The first two of 

samples (as-deposited and 200 ºC annealed samples) show no evidences of any 
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crystalline Au (samples group I), while the samples annealed at temperatures of 300 and 

400 ºC show some clear signs of gold crystallization, revealing though very broad 

peaks, a sign of very small clustering sizes (samples group II). This second group could 

be defined as an intermediate step towards a third group of samples (group III), where 

the higher annealing temperature induced more crystalline samples, together with a 

clear reduction on the with of the Au diffraction peaks at half maximum (FWHM), 

which is a sign of the continuous growth of the Au clusters (coalescence), and also 

some traces of the oxide matrix crystallization. These features will have an important 

role in the SPR activity, as shown latter in the text. 

Fig. 3 shows the results of the average size (diameter) of the gold particles in the 

nanocomposite films, based on the integral-breadth analysis of the XRD patterns. The 

values of gold particles (clusters) size range from about 2 nm at 300 °C to 

approximately 13 nm at 700 °C. In accordance of the results plotted in Fig. 3, the Au 

particles are confined on the nanometrical scale, with its growth lead by the diffusion of 

the Au atoms promoted by the thermal energy (annealing). The SPR activity and the 

related changes on the optical properties are directly affected by this growth. Fig. 3 

clearly illustrates the increasing on the Au particles size is continuous in this range of 

temperatures. The main SPR activity has been reported between 400 °C – 600 °C, 

where the average grain size is within 3 nm to 10 nm [13]. At temperatures below 300 

°C no important SPR activity has been found, where the size of Au clusters are too 

small to be considered as a phase crystal structure dispersed on the dielectric matrix.

3.2 Optical properties
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The influence of the Au clusters size embedded within the dielectric matrix on the 

SPR activity was accessed by reflectivity, absorbance and colour measurements. 

Different reflectivity behaviours were found in the annealed samples, when compared to 

the as-deposited ones. The interferometric behaviour disappears at 300 ºC as can be 

observed in Fig. 4, and corresponding in fact to the change from the set of samples 

group I to those from group II, as stated in the previous section. The reflectance spectra 

shows a clear change from interference-like (interference bands are clearly visible for 

the as-deposited and 200 ºC annealed samples, samples from group I) to an intrinsic 

behaviour similar to the one obtained for pure Au [14] (intrinsic metallic-like optical 

behaviour), with the increase of the annealing temperature. The samples annealed at 

temperatures above 200 ºC (groups II and III) show a minimum of reflection close to 

500 nm, followed by a progressive increase of the reflection intensity in the highest 

wavelength of the visible region of the electromagnetic spectrum. The minimum is 

reached at quite similar values of the wavelength (500-515nm) with a slight blue shift 

with increasing annealing temperatures. Furthermore, with this temperature variation, 

there is a clear tendency for having positive slope of the reflection steeper for 

wavelengths higher than the minimum of the reflectance (transition from samples of 

group II to those of group III).

As stated above, there is a straight correlation between these changes and the XRD 

results. In fact, the disappearance of the interferometric features in the reflectance 

spectra occurs at the same annealing temperature where the Au crystallization starts to 

be detected (change for the set of samples indexed to group II), promoted by Au clusters 

coalescence, which seems to confirm the major role of gold morphological and 

structural changes in the films behaviour. In these conditions, Au is most probably 
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dispersed in the TiO2 amorphous dielectric matrix in the form of individual or very 

small groups of atoms, which are still not able to form coherent crystals, with the 

consequent XRD amorphous character and a typically interference-like dielectric 

matrix. The relatively low values of the reflectivity at shorter wavelengths are 

characteristic of high free electron density systems [23].

As the annealing temperature increased, T ≥ 300 °C (film zones II and III), the 

behaviour of the films changed from interference-like to intrinsic-like, as revealed by 

the film’s surface tones that tend rapidly to a red-brownish colour, in comparison to the 

interferometric tones of the as-deposited and 200 ºC annealed samples (zone I), Fig. 5. 

As evidenced in Fig. 2, associated with the first change on the reflectivity trend, a broad 

peak positioned at 2  38° was detected in the XRD pattern, which was indexed as Au 

(111) planes. At higher temperatures, the Au (111) XRD peaks become narrower and 

more intense, indicating higher crystal sizes (Fig. 3), which is followed by the increase 

of the reflectivity and the complete vanishing of the interference bands (Fig. 4). 

A more detailed analysis of the changes in colour with the thermal treatment was 

accessed by studying the CIELab colour analysis. As shown in Fig. 5, the change from 

the interference tones towards the intrinsic red-brownish, is followed by a significant 

increase of the a* parameter (redness) and a slightly increase of b* parameter 

(yellowness) of the CIELab scale. The most abrupt change in the a* parameter is 

detected in the 300 °C annealed sample, again coincident with the Au precipitation and 

the transition from interference to intrinsic behaviour shown in the reflectivity curves 

(transition to samples from zone II). It can be stated that the larger is the change on the 

colour parameters, the larger the change on the reflectivity values reported on Fig. 4. 
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In order to enhance the Surface Plasmon Resonance (SPR) activity, which should 

be related with the optical changes above described, absorbance measurements (A = log 

1/T) were also carried out in the overall set of samples. SPR is manifested as a distinct 

peak in the absorbance spectrum [4], and has been reported in several nanocomposite 

materials through the localization of an absorbance band on the visible wavelength 

range [4,8,11,20,25,26]. Figure 6 shows the absorbance behaviour of the analysed films. 

As it would be expected from the complementarities between reflectance, absorbance 

and transmittance, the differences in the intensity observed on the reflectivity curves are 

in good agreement with the absorbance curves. Globally, at the same wavelength, 

higher reflectivity is linked to lower absorbance intensity. The changes in the 

absorbance spectra can be detected already at 300 ºC, also confirming the first 

crystallization evidences through the Au clusters precipitation. Important to emphasise 

is that the SPR activity starts to develop for temperatures above 200 ºC and becomes 

higher at higher temperatures. At temperatures above 500 ºC, the transmittance of the 

sample is close to 0 for a wide range of wavelength values, so the absorbance cannot be 

measured accurately. When the samples were annealed between 300 and 500 ºC, the 

optical density increases, together with a slightly red shift, already enhanced in the 

reflectivity measurements. The absorbance peak is shifted from 587 nm to 610 nm. The

peak red shift of the Au:TiO2 samples has to be ascribed to two factors, first the grow of 

the nanoparticles and the variance in the dielectric constant of titanium oxide matrix that 

exist as different ratios of amorphous/anatase phases due to the different annealing 

treatments [4,27]. So the matrix presents a different dielectric constant for each 

annealing temperature modifying the energy of the SPR absorption, located at larger 

wavelengths for more crystalline matrixes (higher annealing temperatures). 
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In general, the absorption peaks are relatively broad, especially those of samples 

annealed at low temperatures. It is well known that SPR activity depends strongly upon 

the nanoparticles morphology, namely the size and shape of the metal clusters [4,10].

Thus, peaks broadening may be due to the poor crystallization of the Au clusters and, 

especially, to the non-uniform clusters shape and distribution. A wide distribution of 

clusters sizes, which become narrower at higher annealing temperatures, should give 

rise, as often referred to in the available literature, to the wideness of the absorption 

peak [20]. 

From the overall analysis, it is clear that the same different groups of samples that 

were indexed on the structural discussion are also present on the optical behaviour 

study. In fact, the optical properties results show that the same three groups can also be 

claimed. The first group (as-deposited and 200 °C annealed sample) shows that the 

samples reveal interference-like behaviour (both in reflectance and absorvance), with a 

surface tone characteristic of interference coloured materials (rainbow-like aspect). The 

samples from the transition zone (zone II: 300 and 400 ºC annealed samples) show low 

absorbance results and the colour tones change clearly to intrinsic-like ones, which can 

be characterized as light red brownish. Finally, there is a group of samples with higher 

SPR behaviour (samples annealed at 500, 600 and 700 °C), where there is a clear 

tendency for the darkening of the surface colour tones. This higher effect of the SPR on 

the samples annealed at temperatures of 500º C or higher, can be clearly seen on the 

reflectance (Fig. 4), colour coordinates (Fig. 5) and absorbance (Fig. 6) results. It is 

important to highlight that TiO2 films do not show any of these optical changes under 

the same heat treatment [24]. 
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3.3 Functional properties

Whenever a decorative application is envisaged, the mechanical properties should also 

be taken into account. In fact, the coatings have to resist to everyday use and thus 

hardness and adhesion to the coated objects should play a fundamental role in 

improving the lifetime. In the present case, these two properties were checked and their 

variations studied as a function of the annealing temperatures. 

Table I shows the hardness (H) and elastic modulus (E) values of the as deposited 

and annealed films obtained from the nanoindentation tests. The maximum indentation 

depths displayed in the table does not allow to accomplish the largely used rule of the 

1/10 in coated samples (the ratio between the indentation depth and the film thickness 

should be lower than 1/10 - Buckle law, see e.g. [31]). However, this rule is far apart 

from reality when the ratio between the hardness of the coating and substrate is 

considered (Hf/Hs). The ratio between critical indentation depth (hc) and film thickness 

(t) is much lower than 1/7 when the Hf/Hs ratio is equal or lower than 1 [32-35]. The 

Hf/Hs ratio between Au:TiO2 deposited films and Si (100) approaches values of 0.6, thus 

leading to critical hc/t ratios which should be expected to be close from 1/4 to 1/6. 

Taking into account the maximum penetration depth (in the range from 45 to 60 nm) 

and the film thickness close to 300 nm, no great influence of the substrate is expected in 

the H measurements. Nevertheless, as H results in table 3 are taken in the same coating 

with increasing temperatures, the trends which can be extracted from the table analysis 

should not be influenced by any possible substrate influence in the measured values.

Two clear inverse trends could be identified for the hardness with the temperature 

increase, the first up to 400 ºC, decreasing, and the second, increasing, for higher 

annealing temperatures. The evolution of the hardness can be interpreted as a function 
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of two main factors, the residual stresses and the Ti-O matrix crystallization. With the 

conditions used for depositing the coatings (low discharge pressures) sputtered films are 

usually under compression mainly due to the energetic neutrals bombardment during 

film growth [28]. During annealing, the compressive residual stresses can decrease and 

even change their sign for tensile. Firstly, the Au clusters precipitation will promote a 

decrease of the global specific volume by the atomic arrangement during Au clusters 

formation. Secondly, during the annealing stress relaxation is expected. During cooling 

down to room temperature, “new” stresses will be generated resulting from the 

difference in the thermal expansion coefficient between the coating (αf) and the 

substrate (αs). These stresses should be of tensile type since the αTiO2 (8-12.10-6 K-1) is 

higher than αSi (2-4.10-6 K-1) [29]. Thus, with increasing annealing temperature a tensile 

stress component is being introduced in the coatings leading to a decrease in their 

hardness values, as it is well known in the literature [30].

For temperatures higher than 500 ºC, the crystallization of the Ti-O matrix takes place 

and the coatings become more and more crystalline, although keeping a nanometric 

level. The crystallization is usually associated to an improvement of the mechanical 

properties of sputtered coatings [28,29]. This phenomenon will counterbalance the 

softening induced by the tensile residual stress component leading to a net increase of 

the hardness for the highest annealing temperatures studied. Similar trend has been 

observed for the reduced Young´s modulus, a behaviour which is usually connected to 

an increase in brittleness for a material. [36,37]. 

Generally, the hardness of sputtered Au:TiO2 thin films is higher than that of 

similar coatings produced by other methods as sol-gel [38]. However, the 

nanocomposite films, by PVD or CVD, show in all the cases, values much lower than 
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the 13.4 GPa reported for the pure TiO2 tested under similar conditions [39]. The 

presence of the metal clusters, more ductile relatively to the ceramic matrix of the film, 

should be responsible for the initial drop of nanohardness [40]. 

Regarding the scratch testing behaviour, table I summarizes the evolution of the 

critical load values, when the scratch test was performed on the glass coated samples. 

The classical critical loads, Lc1, Lc2 and Lc3, are defined respectively as the first crack 

(corresponding to cohesive failures), first interfacial (adhesive) failure, and finally 

massive interfacial failure (shell shaped failure in the studied samples). In the case of 

this work, only Li and Lf were defined corresponding to the first cohesive failure event 

and the adhesive failure, respectively. The samples show Lc2 and Lc3 very close without 

any appreciable variation between them, motivating the use of a unique adhesive value, 

Lf. As it is described on the standards of the scratch test [Error! Bookmark not 

defined.], a reward cracking morphology was found typical from low values of 

adhesion, the curve of the cracks showing the convex part on the backside of the 

indenter. This crack morphology (Fig. 7a) and 7b) is defined as Hertzian type circular 

cracks and the mechanisms of formation are lead for a successive compressive-tensile 

cyclic state of the film during the test. 

Keeping the same mechanisms on all the studied samples, an important decreasing 

of the Lf value is shown after annealing, with the decohesion from the substrate 

occurring at lower loads. No signs of ductile deformation are visible confirming the 

brittle behaviour of the films. The presence of the tensile component of the stress in the 

annealed films should contribute for their easier flaking from the substrate as confirmed 

by the lower values of the Lcf critical load. 
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4. Conclusions

After the study of the influence of the annealing temperature on the Au:TiO2 sputtered 

film on their structure, and optical and functional properties, it can be conclude that:  

Structural conditions to reach SPR are achieved for annealed samples above 300 °C, 

which is clearly shown on the optical properties and colour measurements. The main 

factor for the presence of SPR seems to be the growth of gold nanoparticles and their 

redistribution in the dielectric matrix. Other factors as TiO2 phase or crystalline matrix 

ratio seems to play a secondary role, shifting the position of the SPR bands at higher 

wavelengths. All the changes on the optical properties are consistent with the changes 

on crystal grain size studied on the XRD profiles. Since annealing treatments are carried 

out slight variations of the nanohardness and reduced Young modulus are reported 

because of the redistribution of the residual stresses combined with the crystallization of 

the matrix and Au metallic particles. This matrix crystallization leads to the net increase 

of both parameters (HB and E) for the highest annealing treatments studied. The brittle 

behaviour of the crystallized ceramic matrix and the presence of the tensile components 

on the residual stresses lead to the drop on the Lcf. The adhesion of the film keeps good 

values even at higher annealed temperatures. It can be conclude that sputtered Au:TiO2

thin films can be appropriate for decorative applications due to their optical and 

functional properties.
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Figure captions

Fig. 1. SEM-SE micrograph of the film cross section.

Fig. 2. XRD difractograms of Au:TiO2 sample series as a function of the annealing 

temperature.

Fig. 3. Grain size obtained by integral-breadth analysis of Au:TiO2 at different 

annealing temperatures.

Fig. 4. Reflectivity as a function of the annealing temperature of Au:TiO2 samples.

Fig. 5. CIELa*b* variation with the annealing temperature of Au:TiO2 samples.

Fig. 6. Absorbance Spectra of Au:TiO2 at different annealing temperatures

Fig. 7. a) Morphology of hertzian cracks during the track of scratch test; b) Final step of 

the scratch test where it can be seen that the whole film is spalled at Lf.
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Fig. 1. SEM-SE micrograph of the film cross section.

http://ees.elsevier.com/apsusc/download.aspx?id=429396&guid=4e0fb1c1-94fd-43ca-9b93-3dd2ce6a37f8&scheme=1
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Fig. 2. XRD difractograms of Ti:O-Au sample series as a function

http://ees.elsevier.com/apsusc/download.aspx?id=429397&guid=6031c288-faa5-48c2-891c-f5326054f316&scheme=1


Page 25 of 31

Acc
ep

te
d 

M
an

us
cr

ip
t

Fig. 3. Grain size obtained by integral-breadth analysis of Ti:O

http://ees.elsevier.com/apsusc/download.aspx?id=429398&guid=0fecb379-134f-40b1-b03e-d49f2a25382a&scheme=1
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Fig. 4. Reflectivity as a function of the annealing temperature

http://ees.elsevier.com/apsusc/download.aspx?id=429399&guid=6617136d-689d-4198-b48e-887f4568ac22&scheme=1
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Fig. 5. CIELa*b* variation with the annealing temperature of Ti

http://ees.elsevier.com/apsusc/download.aspx?id=429400&guid=bd6b78bf-6d6a-4b2a-bbfc-bdd05f81f7f8&scheme=1
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Fig. 5. CIELa*b* variation with the annealing temperature of Ti

http://ees.elsevier.com/apsusc/download.aspx?id=429401&guid=5adbd21d-719f-48ec-b22f-56b8d6da65c0&scheme=1
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Fig. 7. a) Morphology of hertzian cracks during the track of scr

http://ees.elsevier.com/apsusc/download.aspx?id=429402&guid=e3812c50-3b6a-4ca2-8938-d8b359c56de7&scheme=1
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b) Final step of the scratch test where it can be seen that the

http://ees.elsevier.com/apsusc/download.aspx?id=429403&guid=ca976f21-5229-487f-8345-7312539d64f0&scheme=1
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Table I. Mechanical properties values of TiO2:Au at different annealing temperatures. 

 Nanoindentation test Scratch test 

Annealing 

temperature 

Depth 

Max 

(nm) 

Depth 

plastic 

(nm) 

Load 

maximum 

(mN) 

HB0.8mN 

(GPa) 
E (GPa) Li/ N Lf/N 

As-deposited 62.3±1.3 51.8±1.7 0.83±0.01 5.9±0.3 136.8±9.0 7.1±1.1 73.5±0.8 

400 68.1±2.2 58.3±2.5 0.83±0.01 5.0±0.3 135±13.4 7.3±1.6 48.8±1.3 

500 60.5±1.1 49.2±1.7 0.83±0.01 6.4±0.3 131.9±10.8 7,8±1.3 43.5±2.1 

600 55.4±1.8 44.7±1.9 0.83±0.01 7.5±0.5 149±12.9 5.6±1.2 45.9±1.4 

 

 

Table I. 


