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Detailed structural, microstructural, biofilm formation and cytotoxicity studies were performed on Ti–Si–C–
ON hard coatings prepared by DC reactive magnetron sputtering, in order to evaluate the relation among
these properties. Compositional analysis showed the existence of two distinct regimens; regime I: high C/Si
atomic ratio (C/Si≥1.42) and intermediate N/Ti atomic ratio; regime II: low C/Si atomic ratio (C/Si≤0.49)
and low N/Ti atomic ratio. The structural analysis revealed that, in regime I, films crystallized in a B1-NaCl
crystal structure typical of TiC0.2N0.8. In regime II, the decrease of C/Si and increase in silicon concentration
led to the formation of Ti–Si–C–ON along with a reduction of grain size in the films. Atomic force microscopy
observations showed that the surface morphology of these Ti–Si–C–ON films became smoother when the
silicon content increased and the nitrogen content decreased, which is consistent with the formation of
nanosized clusters. Concerning biological properties, it was observed that cytotoxicity could be related with
the titanium concentration while biofilm formation ability was found to be related with the surface
morphology of the films.
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1. Introduction

The increasing demand for sustainable products requires the
development of new knowledge-based materials with advanced
properties. These products are then expected to: last longer, have a
better performance, be safe, and be more efficient. These require-
ments, which maybe seen as a rule of thumb for most known
materials, gain particular importance when dealing with applications
involving the human body: the so-called biomaterials. Typically these
requirements are extremely sensitive to structure variation at the
micrometric or nanometric scales and it is important to understand
their correlation with the material's microstructure [1]. In fact, this
knowledge helps to prevent infections and precocious consuming of
the developed biomaterials. Beyond the physical and structural
characterizations, the study of the biological properties, in particular
biofilm formation and cytotoxicity, has also an important role. Biofilm
represents a structured community of bacterial cells embedded in a
self-produced polymeric matrix adherent to the artificial surface [2].
Cytotoxicity, on the other hand, characterizes the surface's degree of
toxicity to cells.

The purpose of this work is to investigate the feasibility of various
Ti–Si–C–ON mechanical hard coatings for applications in medical
devices (e.g. for knee and hip joint prostheses as well as for medical
instruments such as lithotripters). According to the literature, it is
widely accepted that it is possible to achieve superhardness by
incorporation of silicon (Si) in titanium nitride (TiN) [3], and a
decrease in the Young's modulus is observed by addition of oxygen
[4]. Oxygen has always been looked upon as an interesting element in
thin film materials, not only because of its high reactivity with most
metals, but also due to the changes that it induces in chemical bonding
states and, therefore, in the material's electrical, optical and
mechanical characteristics [5]. In addition, it has been previously
shown that corrosion resistance tends to be slightly improved by
oxygen incorporation [6]. Also, recent work on the Ti–Si–C system
showed that it is a promising compound due to its particular structure
and extraordinary mechanical and tribological properties [7].

Taking this into consideration, the feasibility of coating materials
based on Ti, Si, C, O and N will be determined through the correlation
between their structural (roughness, chemical composition and phase
composition) and biological (biofilm formation ability and cytotoxi-
city) properties.
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2. Materials and methods

The Ti–Si–C–ON samples were deposited by DC reactive magnetron
sputtering, in an Ar+(N2+O2) atmosphere, from two opposed high
purity (99.6%) rectangular Ti targets (20×10 cm2). One Ti target had Si
pellets incrusted (hereafter designated as the TiSi target) and the other
had carbon pellets (designated as the TiC target) placed in the
preferential eroded zone. The area occupied by the pellets was close to
11 cm2, in each target. AISI 316L stainless steel (surface area of 2×2 cm2

andmechanically polished until amirror-like surfacefinish) and a (100)
single crystalline silicon were used as substrate materials. Prior to
deposition, the substrates were ultrasonically cleaned during 15 min in
propanol and sputter-etched for 20 min in an argon atmosphere. The
substrate bias voltage and the temperaturewere kept constant at−50 V
and 200 °C, respectively. A gas atmosphere composed by Ar+(N2+O2)

was kept at constant pressure. The base pressure in the chamber was
about 10−4 Pa and rose to 4.5×10−1 Pa during the depositions.
Different TiC/TiSi target current combinations were used, being the
current density applied to the magnetrons in the range 0 to 10 mA/cm2,
for both targets (see Table 1).

The stoichiometry of the films deposited on both substrates was
investigated by means of Rutherford Backscattering Spectrometry
(RBS) and Glow Discharge Optical Emission Spectroscopy (GDOES).
RBS measurements were performed with a 5 MV HVEE Tandetron [8]
using He ions at 3.7 MeV to make use of the resonance of alpha
particles with nitrogen at this specific energy. GDOES was carried out
using a Jobin Yvon RF GD Profiler equipped with a 4 mm diameter
anode and operating at a typical radio frequency discharge pressure of
650 Pa and power of 40 W.

Ball crater tests were used to obtain the thickness of the samples. X-
Ray Diffraction (XRD)with a grazing incidencemode (angle of incidence
of 1.5°) using a Cu anode (Cu Kα=1.54 Å) at room temperature was
performed on a Siemens D-5000 difractometer, to characterize their
structure. The chemical bonding informationwasobtainedbyRamanand
X-Ray Photoelectron Spectroscopy (XPS). Raman spectra were acquired
with a Jobin Yvon HR 460 monochromator, a nitrogen cooled CCD, and
the excitation light was the 514.5 nm line of an Ar–Kr laser. The incident
and scattered beams were focused using an Olympus microscope. A
Kaiser Super-Notch filter was used to suppress the elastic scattered light.
XPS spectraweremeasuredusing ahemispherical analyzer (SPECSEA-10
Plus). The pass energy was 15 eV giving a constant resolution of 0.9 eV.
The Ag 3d5/2 line at 367.9 eV was used in order to calibrate the binding
energies. A twin anode (Mg and Al) X-ray source was operated at a
constant power of 300W using Mg Kα radiation. The samples were
sputter-cleaned in situ using a broad 3 keV Ar+ beam for 10 min.

Atomic force microscopy (AFM) observations of the topography of
the coating surface were carried out using a Nanoscope IIIa model from
Digital Instruments operating in tappingmode. Silicon cantilevers, with
a nominal radius of curvature of 10 nm, were used. AFM images over
scanning areas of 2×2 µm2 with a resolution of 512×512 pixels were
obtained The root-mean square (rms) roughness valueswere calculated
over 2×2 µm2 areas for, at least, 5 images.

Before performing the biological assays, samples were sterilized at
121 °C and 1 atm, for 15 min. Biofilms of Staphylococcus epidermidis
were formed on the coated materials and in well plates with agitation
Table 1
Chemical composition, deposition parameters and biological properties of the deposited sa

Ratio
C/Si

Ratio
N/Ti

ITi–C
(A)

ITi–Si
(A)

Chemical composition

Ti
(at.%)

C
(at.%)

Si
(at.%)

O
(at.%)

3.9 0.94 2 0.5 37.8 11 2.8 12.8
1.42 0.86 1 1.2 41.9 7.8 5.5 8.8
0.49 0.36 0.5 2 56.8 4.8 9.7 8.4
0.42 0.29 0 2 60.7 3.8 9.1 8.8
(100 rpm). After 48 h, the total biomass was determined by the crystal
violet (CV) stainingmethod [9]. Briefly, 1 ml of CV (1% v/v)was added to
each well containing each sample and incubated for 5 min. The wells
were thengentlywashedwith sterile ultra-purewater and1 ml of acetic
acid (33% v/v) was added to release and dissolve the stain. The
absorbance of the obtained solutionwas read in triplicate in amicrotiter
plate reader at 570 nm. Assays were performed in triplicates, in three
independent assays.

Cytotoxicity was determined by indirect contact of samples with
Fibroblasts 3T3 (CCL-163). Cellular activity was determined by MTS
quantification (3-(4,5-dimethylthiazol-2-yl)-5-(3-carboxymethoxyphe-
nyl)-2-(4-sulfophenyl)-2H-tetrazolium, inner salt — Promega CellTiter
96® AQueous Non-Radioactive Cell Proliferation Assay). The samples
wereplacedonwells of a cell culture plate, containinga confluent layer of
fibroblasts, at 5% CO2 and 37 °C. After 24 h of incubation, 1 ml ofmedium
with 20 µL of MTS was added to each well, after the removal of the
sample. Then the plate was incubated for 1 h and the absorbance of the
resulting solutionwas read at awavelength of 540 nm. Thepercentage of
fibroblasts death was determined against cell growth in the absence of
the sample (control— 100%). Assayswere performed in triplicates and in
three independent assays. The results of biofilm formation and % of cell
death obtained for the different averages were compared using a t-
Student test with a confidence level of 95%.

3. Results and discussion

3.1. Chemical composition

The as-deposited sample thickness, measured by ball cratering, and
their atomic composition determined by RBS and GDOES, as a function
of the target's current ratio (ITi–C stands for the DC current applied to Ti–
C target and ITi–Si corresponds to the DC current applied to Ti–Si target)
are given in Table 1. It should be pointed out that there is no significant
difference between the results obtained by the two techniques, for both
substrates. As expected, a decrease of the carbon content, from 11.01 to
3.9 at.%, and an increase of the silicon content, from 2.84 to 9.6 at.%, are
observedwhen the ITi–C decreases from 2 to 0 A and ITi–Si increases from
0.5 to 2 A. Consequently, in thefilms, the C/Si ratio varies as a functionof
the applied ITi–C/ITi–Si.

N/Ti ratios donot remain constant in thefilms, changing as a function
of the C/Si content. In fact, the N/Ti atomic ratio has a clear and
systematic decrease as C/Si decreases. An increase in the deposition rate
with a reduction on the C/Si ratio (or the N/Ti ratio) can be observed in
Table 1. Usually, this variation is explained by taking into account the
occurrence of target poisoning by both reactive gases. However, this
cannot be the reason in the present case since the target potentials
remained constant during all depositions. Thus, a competition between
the removal sputtering rate of both targets must have occurred, being
higher at the Ti–Si target. Keeping inmind that theflowof reactive gas is
always the same, an increase on the deposition rate for higher DC
current applied to the Ti–Si target induces re-sputtering in the substrate,
with a selective removal of Si, leading to an increase in Ti content and,
consequently, an N deficiency. Furthermore, it is also important to note
that althoughusingnopower in the Ti–C target, anamountof about 4 at.
% of C is found in this sample. This is due to residual cross contamination
mples.

Thickness
(µm)

Deposition rate
(µm/h)

Abs CV % Cell death

N
(at.%)

35.6 1.7 1.1 0.23±0.03 3.8±0.5
36 1.8 1.2 0.25±0.05 23.8±2.4
20.3 2.9 2 0.17±0.02 11.6±0.8
17.6 3.1 2.1 0.17±0.01 10.5±1.4
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of the Ti–Si target during the previous co-depositions using the Ti–C and
Ti–Si targets.

A deeper analysis of the compositional results allows the possibility to
distinguish two distinct regimes of samples. The first regime (regime I)
corresponds to films with a high C/Si atomic ratio (C/Si≥1.42) and an
intermediate N/Ti atomic ratio (N/Ti≥0.86). The films within the second
regime(regime II)havea lowC/Si atomic ratio (C/Si≤0.49)anda lowN/Ti
atomic ratio (N/Ti≤0.36). The composition results are well correlated
with the structural features of the films. The structural difference within
each regime that will be evidenced in the following sections, is the main
reason for the selection of these two distinct regimes.

3.2. AFM results

In order to understand the evolution of the microstructure, which
correlates directly with the morphology, atomic force microscopy
(AFM) measurements were performed on the coatings. Fig. 1 shows
micrographs of the Ti–Si–C–ON films deposited on stainless steel, with
representative 2D AFM images for each regime. As the C/Si and N/Ti
atomic ratios decrease the surface morphology displays a slight
smoothening. Indeed, the maximum root-mean square (rms) rough-
ness is obtained at regime I for the sample with the highest C/Si ratio
(C/Si=3.9) and intermediate N/Ti ratio (N/Ti=0.9) and the minimum is
obtained within regime II (C/Si≤0.42) and low N/Ti ratio (N/Ti≤0.36).
Moreover, associated to smoothening, the surface presents grains with
lateral sizes that become progressively smaller with decreasing C/Si and
N/Ti ratios. This indicates a progressive reduction of the crystallite (grain)
Fig. 1. Surface morphology and roughness of the Ti–Si–C–ON coatings deposited by DC reac
four different C/Si ratios.
sizes towards the formation of nanosized clusters in thefilms, as observed
from the XRD analysis (see Section 3.3).

The observed variation of surfacemorphology is due to the variation
of the competitive growth of the different phases, resulting from the
different deposition parameters, as will be discussed later. It should be
pointed out, that the variation of sample roughness suggests a change in
film growth from a Stranski–Kratanov type (in regime I) to amore layer
by layer mode (in regime II). The first growth mode is characterized by
an island-type film formation, which tends to induce increased surface
roughness [10].

3.3. Phase formation

Fig. 2 shows the XRD diffraction patterns for the deposited samples
on silicon with different C/Si atomic ratios. International Centre for
Diffraction Data (ICDD) ofα-Ti (ICDD card nr. 44-1294), TiN (ICDD card
nr. 38-1420), TiC (ICDD card nr. 01-071-6256), TiC0.2N0.8 (ICDD card nr.
01-076-2484),C0.3N0.7Ti( ICDD card nr. 00-042-1488), Ti5Si3 phase
(ICDD card nr. 29-1362), SiNx (card nr. 9-245), Si3N4 (card nr. 33-1160)
and Ti2CN (card nr. 01-071-6059) are also included at the top of Fig. 2.
The results revealed that each of the different C/Si and N/Ti atomic ratio
regimes corresponds to different structural arrangements. A similar
tendency was observed for the coatings deposited on stainless steel.
Here, only the results obtained for Si substrate are presented in order to
clarify the analysis.

The XRD patterns of samples with high C/Si atomic ratio and
intermediate N/Ti ratio (regime I), exhibit a peak at 2θ=36.46° that can
tive magnetron sputtering. Also presented are the representative 2D AFM images with



Fig. 2. XRD patterns of the Ti–Si–C–ON coatings deposited by DC reactive magnetron
sputtering on silicon, with different C/Si ratios.

Fig. 3. Raman spectra of the Ti–Si–C–ON coatings deposited by DC reactive magnetron
sputtering on silicon, with different C/Si ratios.
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be attributed to a B1-NaCl-like crystal structure, typical of C0.3N0.7Ti. For
the C/Si ratio (C/Si=1.42), the films crystallize also in a B1-NaCl crystal
structure, typical of TiC0.2N0.8. This sample shows an additional diffraction
peak, at 44.6°,which canbeassigned to the (101)directionof Ti2C0.06with
a hexagonal structure, in accordance with the ICDD card number 051-
0628 [11]. Thepresenceof thesepeaks canbe explainedby thedecrease of
carbon content.

On theother hand, the silicon could be in grain boundaries, forminga
SiNx amorphous phase. In fact, due to the low deposition rate, the
surface mobility should be enough to ensure the segregation of the Si
atoms and consequent formation of an amorphous phase (SiNx). For the
samplewithC/Si=1.42 the segregated Si can be enough tonucleate and
develop SiNx phases that in turn form a layer on the growth surface
covering the Ti(C,N) nanocrystallites. This hinders their growth [12],
leading to smaller crystallite sizes and broader diffraction peaks, as
observed on the measured diffraction spectra.

For regime II, the much higher lattice disorder is attributed to a
higher deposition rate and to the lower N/Ti and C/Si atomic ratios. In
this regime the structure is characterized by a very broad peak in the
range 30 to 50° which is not enough to identify the structure.
However, there are fcc phases that have the main peaks close to these
values, as for example: α-Ti, Ti2CN, SiNx, Ti5Si3 and Si3N4 phases. In
fact, an increase in the deposition rate, observed in regime II, without
a significant increase in the density bias current at the substrate,
induces a decrease in the ion to atom flux ratio and consequently to a
decrease of the adatom surface mobility. These conditions do not
provide the necessary atomic surfacemobility for the Si segregation in
the growing film and, thus, very small, nanometre sized, clusters can
be formed on the films. By using the width of the peak at ∼38° and the
Scherrer equation [13], the grain size of the sample with lower C/Si
(and lower N/Ti) is estimated to be ∼3 nm, consistent with the AFM
results previously discussed.

On the other hand, the decrease in the C/Si ratio, with the
consequent increase of silicon concentration, along with the increas-
ing number of N-vacancies that can be progressively filled by silicon
atoms (due to the decreasing N/Ti), leads to the formation of Ti–Si–C–
ON.

3.4. Raman and XPS analysis

Inorder to further understand the structural and chemical properties
of the films, Raman and XPS studieswere performed on the Ti–Si–C–ON
samples, deposited on silicon substrates, with different C/Si and N/Ti
atomic ratios.

Fig. 3 shows theRamanspectraof depositedTi–Si–C–ONsamples. The
absence of sharp and well defined peaks is consistent with the presence
of a small grain sized structure on the polycrystalline films. Fig. 4 shows
Ti2p, Si2p, C1s, N1s and O1s core level spectra of the deposited Ti–Si–C–
ON films.

For the samples with C/Si≥1.42 and intermediate N/Ti atomic ratio
(regime I), Constable et al. [14] stated that thedispersion curves lead to a
group of ‘lines’ (bands) due to acoustic phonon modes in the 150–
300 cm−1 region (longitudinal acoustical (LA) and transverse acoustical
(TA) modes) and another set of lines due to optic modes in the 400–
650 cm−1 region (longitudinal optical (LO) and transverse optical (TO)
modes). Thus, the four weak and broad bands in Raman spectra, centred
about 300, 332, 550 and 568 cm−1 can be associated to acoustic (LA/TA)
andoptical (LO/TO)phononmodes of TiNandTiCN [14,15]. Thesemodes
canbe associatedwith the presence of the Ti(C,N) phase, consistentwith
XRD results. On the XPS analysis, the Ti2p spectra (Fig. 4a) can be
simulated using two doublet (Ti2p3/2 and Ti2p1/2 separated by 5.8 eV)
contributions ascribed to Ti–N (electron binding energies at 455 and
460.8 eV) and Ti–C (454.5 eV and 460.3 eV) bonds, according to the
literature [15–17]. In order to quantify separately the individual
contribution of those two phases a complete deconvolution of the
spectra should be performed. Therefore, in the following discussion we
will refer to themasaTi–C–Nphase.However, these bindingenergies for
titaniumare consistentwith theC–Ti andN–Tibondsobserved at theC1s
(282 eV) and N1s (397 eV) XPS spectra of Fig. 4c and e, respectively.
Furthermore, there is evidence of graphitic C–C bonds at 284.5 eV and
the presence of C–N bonds with carbon atoms hybridized sp2 with
binding energies of approximately 286.1 eV [18], cannot be discarded.
For this same regime, the Si2p XPS spectrum (Fig. 4b) shows a major
contribution at 102 eV attributed to Si–N bonds [18] that can be
associated to anamorphous SiNxphase. However, this asymmetric broad
peak suggests the presence of at least other two minor contributions as
Si–O (103 eV) and Si–C–N (101.4 eV) bonds [18]. Within the O1s region
it is evident the appearance of a wide peak (FHWMN3 eV) centred at
531.2 eV. This binding energy lies between the reported values for O–Ti
(529.6 eV) and O–Si (532.7), suggesting the formation of titanium
silicates. The Raman band around 720 cm−1 that starts to appear in the
sample with C/Si=1.42 (see Fig. 3), is associated to the presence of C–N
bonds in the films [19,20]. The Si–O band appearing at ∼1100 cm−1 is
due to the asymmetric stretching vibration of Si–O bonds [21].

For regime II (C/Si≤0.43 (low ratio) and low N/Ti ratio), in addition
to the Ti–C–N phase, an extra contribution located at 454.4 eV has to be
included to the analysis of the Ti2pXPS spectra. This is attributed toTi–Si
bonds [20], suggesting that Simay be incorporated into the Ti(C,N)films
during deposition, forming a Ti–Si–(C,N) solid solution. Regarding Si2p



Fig. 4. XPS spectra of a) Ti2p, b) Si2p, c) C1s, d) O1s and e) N1s core levels of the Ti–Si–C–ON coatings deposited by DC reactive magnetron sputtering on silicon, with different C/Si
ratios.
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spectra, the main difference with samples from regime I is the clear
reduction of the Si–N and Si–C–N contribution and the appearance of a
major peak at 99 eV. In the literature this contribution is typically
ascribed to metal Si bonds [18], although other authors do not discard
the formation of Si–Ti bonds as titanium silicides can also be formed
[22–24]. In the C1s and N2p spectra, as expected, there is a decrease
of the graphitic C–C and theN–Ti contributionswith the reduction of the
C/Si and N/Ti ratio, respectively. In the Raman spectra it is possible to
observe the increase of the band around 720 cm−1, which is due to an
increasing number of C–N bonds with decreasing C/Si and N/Ti atomic
ratios. These bonds can be formed in the grain boundaries of the
nanosized clusters, with carbon bonding to neighbouring nitrogen, or
can be due to the presence of carbon in lattice sites adjacent to nitrogen,
which is gradually very low to occupy all the available places as it would
normally do in the TiN.
3.5. Biological behaviour

Concerning the biological behaviour of the coated samples (Table 1),
it is possible to see that there is no systematic trend of the biofilm
biomass (Abs CV) or cytotoxicity (% cell death) evolution with the C/Si
and N/Ti atomic ratios. However, it is interesting to note that samples
from regime II (lower C/Si and N/Ti ratios) present similar behaviour
regarding both biological properties.

Concerning biofilm formation ability, samples from regime I present
higher values of biomass than samples from regime II (pb0.05). Several
factors have been found to be related with biofilm formation ability,
namely the surfacemorphology and roughness [25,26] aswell as surface
chemical composition [27]. From Fig. 1 it is possible to observe that
samples from regimen I present higher roughness corresponding to a
more heterogeneous surface, which may allow more bacteria to adhere
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and consequently to develop more biofilm biomass. Moreover, it is
possible to observe (Table 1) that a reduction of C/Si and N/Ti content,
along with the decreasing ratio of the non-metallic (C,N,O) to metallic
(Ti,Si) elements, leads to a decrease in the cell ability for biofilm
formation.

The differences in cytotoxicity (Table 1) found between samples
from regime I and regime II (pb0.05) cannot be explained alone by the
results obtained on surface microstructure characterization. Samples
from regime I present extremes of cytotoxicity, having the higher and
the lower percentage of cell death from the group studied. On the other
hand, samples from regime II present similar and somewhat lower
valuesof cytotoxicity. It is known that titanium, aswell as its compounds
withnitrogenandoxygen, have excellent biocompatibility. This is due to
themoderate surface chargepresentunderbiological conditions and the
similarity of its dielectric constant to that of water [28]. Additionally,
nanosized clusters of silicon (as observed on the X-ray results) tend to
have increased cytotoxicity as compared with their micron-sized
counterparts [29]. Here, samples from regime II present a high amount
of titanium on their composition (bigger than 55%) which can account
for the lower observed cytotoxicity. Thus, for biomedical purposes,
samples with i) low values of C/Si and N/Ti (that presented low
roughness) and ii) high concentration of titanium should be selected
since they present low biofilm formation and also low cytotoxicity. It is
interesting to note that similar coatings, deposited with different
preparation conditions, but at the same low N/Ti ratio [11], were also
less prone to S. epidermidis colonization.

4. Conclusions

Ti–Si–C–ON films were synthesized by unbalanced DC magnetron
sputtering and their structural and biological properties were charac-
terized. From the composition results, the variation of the C/Si ratio on
the depositedfilmswas obtained. TheN/Ti atomic ratio had a systematic
reduction with decreasing C/Si. Taking into account the different
elemental compositions and structures, two different regimes could
be considered: regime I: high C/Si atomic ratio (C/Si≥1.42) and
intermediate N/Ti atomic ratio; and regime II: low C/Si atomic ratio
(C/Si≤0.49) and low N/Ti atomic ratio. AFM observations showed that
the surface morphology of these Ti–Si–C–ON films became smoother
with increasing silicon and lower nitrogen content, consistent with the
formation of nanosized clusters with the reduction of the C/Si and N/Ti
ratios.

In regime I, the films crystallized in a B1-NaCl crystal structure
typical of TiC0.2N0.8 and the silicon was in grain boundaries in one SiNx

amorphous phase. Samples from regime I had higher roughness, that
induced higher biofilm formation, and extremes in cytotoxicity.

In regime II, the decrease in C/Si with the consequent increase in
silicon concentration, along with the increase in the number of N-
vacancies, leads to the formation of Ti–Si–C–ON. They showed similar
and somewhat lower cytotoxicities, due to the higher Ti content in the
films, and lower biofilm formation.

Consequently, for biomedical purposes, samples with high Ti
concentrations and with low values of C/Si and N/Ti (regime II), which
presented lower roughness, should be selected, since they present low
biofilm formation ability and also low cytotoxicity.
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